各种漆包线的性能比较参考表 2005-11-24
[image: image1.png]EMZEENERILESER

am  REERE gug, msemenm sanen “REEE pugy Tojemsmio
Polyester OIS Polyesterimide o0 LINRS. POULIENANS: poyuretnane Polyimide overcoated with
~ Qz/130 Qzv/180 withNylon QY Polyamide-imide
n:!wz;égg I 92(3)itco a4 QATISS o vercoat QAX Q(ZY/XY)1200
-
ABHR Thermal rating B(130) | F(155) H(180) B(130) F(155) B(130) | C(220)  H-C(220)
i Flexibilty o o o o . . . .
e Insulation properties . . . .
BMHAMRE  Thermoplasticresistance . ° . o . o . .
A Abrasion resistance . . . o o o a .
MR Heat Shockresistance a o . a o . . .
B A Chemical resistance
e Moisture o . . . . . . .
" Acid . ° . o o o . .
w Alkali a o o o o o a o
# oil . . . . ) . . .
AR Varnish . . . . . . . .
% Benzol . . . . . . . .
At Alcohol . . . a o o - <
Py Benzine . . . . . . > .
AR Refrigerant o o . o o o .
T Solderability X ® % . . . X X
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